Flexible Hose (MP Processed Mini Flexible Hose)

Length: 200, 400, 600, 800, 1000mm

Internal Surface Roughness: <0.7 um

Material: Hose:SUS316L (Double melt material is used) . Hose: SUS316L
Helium Leak Rate: < 1x10-9Pa*m3/sec

List of MP Processed Flexible Hose

_ Minimum L (Production length) L (With blade)
Code Size [.D. 0.D. D d L1 Thickness
bending radius | Minimum [ Maximum| Minimum | Maximum
MTT-14 ¢ 6.35 5.4 8.9 6.35 4.5 25 0.15 15 75 2,000 150 2,000
MTT-16 ®9.52 10.0 13.8 9.52 7 30 0.15 25 85 2,000 150 2,000
MTT-18 $12.7 15.0 19.4 12.7 10 35 0.15 30 95 2,000 150 2,000

In case of bending this hose, longer straight length than the hose outer diameter is required.
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